
 

Colours presented are indicative only. Colour variation may occur due to variation in the natural substrate and 
the amount of coating applied. Colour may change/fade as part of the weathering process. This may vary 
depending on environmental conditions, building design and degree of exposure to the weather. 
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WEATHERING / Vulcan Timber in Protector 
 
 
 
 

 
 

 
  

Protector - Walnut Walnut weathered after 6 months 

Protector - Manuka Manuka weathered after 6 months 

Protector - Teak Teak weathered after 6 months 

Protector - Straw Straw weathered after 6 months  

 



 

Colours presented are indicative only. Colour variation may occur due to variation in the natural substrate and 
the amount of coating applied. Colour may change/fade as part of the weathering process. This may vary 
depending on environmental conditions, building design and degree of exposure to the weather. 
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WEATHERING / Vulcan Timber in Protector and Sioo:x 
 
 
 
 
 
 
 

Protector - Nero Nero weathered after 6 months 

 

Protector - Graphite Graphite weathered after 6 months 

Protector - Patina Patina weathered after 6 months 

Sioo:x Coating 
Weathered 3 months exterior only 

 
Sioo:x weathered after 6 months 

 


